® ®UANO SebOMEVV
o
s’ : uniortools.com

HAND TOOLS

[IAy1I0KOPTNC PE XEIPOAOPBN BopewC
TUTTOU QUO OUOTOTIKWV

461/1BI

Mpo®iA
{ Premiam* ©

MpoTuna

DIN ISO 5749

XOPOKTNPIOTIKA TTPOIOVTOG

® UAIKO: e10IKr) ouvBean okAnpupévn pe Beppikn emeEepyaaia
® gfolokAnpou oKkAnpupevn pe Beppikn emeEepyaoia

®  KOTITNPES NAEKTPOAUTIKX OKANPUPEVOI

®  YUGAIOPEVN KEPOAN

®  QIVIDIOPX ETIPAVEING: ETTIXPWHIWHEVN

®  xeIpOAOBES BapEWG TUTTOU OUO CUOTOTIKWY

®  KOTOOKEUXOPEVO OUPQWVO pe Ta TpoTuTia ISO 5749
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607883 140 19 9.5 18 169

607884 160 22.5 10 22 214

AuvarotnTa kotg(10N=1Kg)

607883 140 1,6 2,0
607884 160 1,6 2,5

* OI €IKOVEG TWV TTPOIOVTWV gival oUPBOAIKEG. OAeG o1 DIXOTAOTEIG gival o€ mm,To BAPOG eival O€
ypopp&pic. OAeG o1 avapepOpEVES DIOTROEIC UTTOPEI VO DIGPEPOUV OE OIVOXES.
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What does it mean that the pliers are quenched and tempered and the head parts/teeth of the
pliers are inductively hardened?

It means that the pliers are thermally processed by quenching and tempering their entire surface to a
hardness of about 45HRc, while head parts are additionally inductively hardened to a hardness of at
least 60HRCc.

What is meant by the statement that pliers are made in accordance with the stated ISO
standard?

It means that the pliers are in accordance with the international standard in terms of dimensions,
strength and structure, and compliance is determined by prescribed tests.



